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CUSTOMER NAME: DIGIT STAMPING TECHNOLOGY (WUHAN) LIMITED
ADDRESS: CHANGFU INDUSTRIAL AREA NO.19, CAIDIAN ECONOMIC
DEVELOPMENT ZONE, WUHAN, HUBEI PROVINCE, CHINA

Sample Name :  ASSY SEALING COVER REAR EXTENDED
Material and Mark : Q/BQB 430 DCO6E+Z 50/50
Parts Number : P11-HT73CN-00

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however,
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample
information provided by client.

Test Required : Tensile Test

SGS Ref. No. : WHAT23030016230H

Date of Receipt : 2023-03-16

Testing Start Date . 2023-03-16

Testing End Date . 2023-03-22

Test result(s) . For further details, please refer to the following page(s)

(Unless otherwise stated the results shown in this test report refer only
to the sample(s) tested)

Signed for
SGS-CSTC Standards Technical
Services (Shanghai) Co., Ltd..

%Wa

Ranger Wei
Authorized signatory
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Test Method: GB/T 228.1-2021
Test Rate Control: A224

Tensile
Proof strength Elongation after
strength
Test item Specimen type (Ro) (Rpo2) fracture(A) Con.
" (MPa) L, =80mm (%)
(MPa)
Req. - 260~330 110~170 241 -
Rectangular
Result-001 303 127 45.0 Pass
specimen
Note: The requirement is specified in client’s requirement.
Equipment Information:
Equipment Calibration Next Calibration
Equipment Model
No. date date
Universal testing
. CMT5205 Metal-35 2022-09-08 2023-09-07
machine

o BRI

< Inspection & Testing Services :
Py

p

Unless otherwise agreed in writing, this document is issued by the Company subject to its General Conditions of Service printed
overleaf, available on request or accessible at http://www.s com/en/Terms-and Conditions.aspx and, for electronic format documents,

subject to Terms and Condi for El _E www.sgs.com/en/Terms-and-Conditions/Terms-e-Document.aspx.
Attention is drawn to the limitation of liability, Indemnlflcatlon and jurisdiction issues defined therein. Any holder of this aocumen{ s

advised that information contalned hereon reflects the Company’s flndmgs at the time of its intervention only and within the limits of

Client's instructions, if any. The C: is to its Client and this document does not exonerate parties to a
transaction from exercising all then‘ nghts and obllgahons under the transaction documents. This document cannot be reproduced
except in full, without prior written app of the pany. An thorized alteration, forgery or falsification of the content or
appearance of this document is unlawful and offend may be pr d to the fullest extent of the law. Unless otherwise stated the

results shown in this test report refer only to the sample(s) tested and such sample(s) are retained for 30 days only.
Attention: To check the authenticity of testing /inspection report & certificate, please contact us at telephone: (86-755) 8307 1443,
or email: CN.Doccheck@sgs.com

No.69, Block 1159, EastKang QlaoRoad Pudong District, Shanghai, China 201319 t(86-21)61196300  f(86-21)68183122/68183920  www.sgsgroup.com.cn

HE-. L BERFER11597695 1P4R: 201319 1(86-21)61196300  f(86-21)68183122/68183920 e sgs.china@sgs.com
1

Member of the SGS Group (SGS SA)




TEST REPORT

No. : SHIN2303003766ML01_EN
Date : 2023-03-22
Page: 3of 3

amle Photo

********End of report********

In the territory of the People's Republic of China, the test report with CMA logo expresses that the test
items are within the scope of China Metrology Accreditation(CMA); without CMA logo expresses that
part/all of the test items are not within the scope of China Metrology Accreditation(CMA), and just for
client internal reference.
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