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CUSTOMER NAME: DIGIT STAMPING TECHNOLOGY (WUHAN) LIMITED
ADDRESS: CHANGFU INDUSTRIAL AREA NO.19, CAIDIAN ECONOMIC
DEVELOPMENT ZONE, WUHAN, HUBEI PROVINCE, CHINA

Sample Name . ASSY SEALING COVER REAR EXTENDED
Material and Mark : Q/BQB 430 DCOGE+Z 50/50
Parts Number : P11-HT73CN-00

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however,
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample
information provided by client.

Test Required :  Chemical Composition Analysis

SGS Ref. No. : WHAT23030016240H

Date of Receipt . 2023-03-16

Testing Start Date : 2023-03-16

Testing End Date : 2023-03-22

Test result(s) . For further details, please refer to the following page(s)

(Unless otherwise stated the results shown in this test report refer only
to the sample(s) tested)

Signed for
SGS-CSTC Standards Technical
Services (Shanghai) Co., Ltd..

%Wa

Ranger Wei
Authorized signatory
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1. Chemical Composition Analysis
Requirement: According to customer requirements

Element Test Method Req.(%) Result 002 (%) Con.
C GB/T 20123-2006 <0.006 0.002 Pass
S GB/T 20123-2006 <0.020 0.009 Pass
Mn GB/T 20125-2006 <0.30 0.08 Pass
P GB/T 20125-2006 <0.020 0.013 Pass
Ti GB/T 20125-2006 <0.20 0.06 Pass
Als GB/T 20125-2006 =0.015 0.074 Pass
Equipment Information:
Equipment Model Equipment No Calibration Next Calibration
date date
Carbon/Sulfur Analyzer EMIA-Pro Metal-255 2021-12-1 2023-11-30
ICP-OES 5100 ICP-OES Metal-214 2022-08-23 2023-08-22
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********End of report********

In the territory of the People's Republic of China, the test report with CMA logo expresses that the test
items are within the scope of China Metrology Accreditation(CMA); without CMA logo expresses that
part/all of the test items are not within the scope of China Metrology Accreditation(CMA), and just for
client internal reference.
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